Supplementary figures
Supplementary figure 1. SEM images of fractured surface of B4C compacts; Sample 2, Tsintering=1800oC (a); Sample 3, Tsintering =1900oC (b).
Supplementary figure 2. SEM micrographs of B4C (sample 3) after the erosion test at 80 m∙s-1 particles velocity.
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